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ABSTRAK

Tujuan peneliti.m ini adaJah lmtukmengetahui bagaimanakahpengaruh konsentrasi dan

jenis kation bivalen terhadap sifat tisikagel asanl alginat dari alga coklat (Phacophyceae). Sifat

fisika gel yang diamati daJampenelitian ini adalah tingkat kekenyalannyayang diukur dengWl

alat Lloyd. Sedangkmljenis katioll bivalen yoog diglUlakanadalah Ca2-t,Mll-, Fe2+,Cu2+dan

Zn2+.

Sanlpel asam alginat dari alga coklat yang digunakml dalanl penelitian ini berupa

natrim1alginat dari Sigma Chem.Co. Untukmengetahuipengaruh konsentrasi clanjenis kation

bivalr'} lerhadap sifat fisika gel asmn alginat dilakukan penelitim] dengan cara membllat

campurannatrium alginat dan ganlm kation bivalen pada berbagai vari::L<kJoi mposisi. Vm-iasi

konsentrasi rnasing-masingjeniBkation bivalen yang dicampurkanke dalam 0,5 g natriumalginat

adalah berkisar 1 sanlpai 15%. l\llasing-masingcampuran kemudian ditambah 10 ml akuades

sedikit-clemisedikit sambil diadllk>sehinggatercmnpw"sempuma. Gel yang terbelltukkemudian

dimasukkmlke daJambotol cetakanclandiukurtingkatkekenyalannyadengmlalat Lloyd.

Basil peneliti311yang dimlalisis secru.a disl<r.ptif clan dibuat grafik rnenwljukkan

kenaikan konsentrasi dari masing-masing jellis kation bivalell ak~m llleniIJ...~kakmtinl gkat

kekenyalangel sampai bata~ tertentll(optimum»kemudianturun, clanakhirnya alummembentuk

polimer yang tal<Imllt (insoluble polymer) . Tingkat k~kenyalangel yang memlJ~jukkanharga

optimum untuk masing-masingjenis kation bertulllt-twllt a£1alah0,9335 pada penambahan

konsetra~iPe2+9%; 0,8323 p&la penambahankonsentrasi Ca2+3%; 0,7625 pada penambahru1

konsentrasi Mg2+7%; 0>6813 pada penmnbahml konsentrasi 2'n2+ l'Y/};dan 0,4700 parla

penambahankonsentrasi Cu;?+5%. Hasil analisis statistik analisis varians AB, secara singkat

dapat disimpulkan bahwa kons~nh'asi clanjenis kation bivaJ(;'nmempengaruhi sifat fisika gel

asam alginat.
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ABSTRACT
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The objectives of the study are effect of concentTati,)lland kinds of bivalent cations on

physical gels properties of alginic acid Jrom brown algae (Phaeophyceae). Propeliie13gels

alginic acid of the study is degree of elasticity which is measurement ,-villiLloyd instI11ment

Whereas is various kinds ofthe study are Ca2+, Mg2+, Fe2+, Cu2+ and z.n2+..

The sample ajginic acid £i-ombrown algae of this study is sodilml alginic Jrom Sigma

Chern.Co. Procedure ofthis study to prepare mixed of sample sodium alginic- cations bivalent

salt on various compositions. The various concentrations each of bivalent cations adds in 0,5 g

sodiwn alginic at 1 to 15% (by weight sodiwn alginic). Add to 10 ml water each the various

compositionsdrop to drop and mixed into homogeneous.Place the gels into bottle set and so on

degree of elasticity fi'ompreparation gels is measuringby Lloyd illslnuuenL

Theresult.fromdescriptionscUlalysis andtomadegraphycto indicat.eeffectof increased

concentrationeach of bivalen cations will be increasing degree of elasticity to realise partition

optimum and than to descend, and so on to fonn insoluble polYl1ler. Degree of ~lastici~

optimum Jrom Ulis cations are 0,9335 on concentration Pe2+ 9%; 0,8323 011concentration Ca +

H ~ 3% ; 0,7625 on concentration Mg 7%~0,6813 on concentration Zr{ 1%~ and 0,4700 on

concentration Cu2+5%. 'me result of statistic cUlalysiswith Anava AB to indicate are

concentrationand kinds of bivalent cations to intluencephysical properties alginic acid gels.

Key word~ : Alginic acid; physical properties of gels

----

RingkasanLaporan Penelitian
